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- The new stripping process is able to remove TBC system
without damaging the main characteristics of the MCrAlY
bond coat as thickness and roughness.

- It was possible to re-coat the bond coat with TBC obtai ning
high adhesion and capability to pass cycling oxydation.

- First Pilot Lot in Progress
- Tests on EB-PVD TBC

- Optimization of the process costs
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